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ICF experiments and modeling during the past few years have lead to a better
understanding of the growth of instabilities during capsule implosion, and the effects of
instabilities on capsule perforrunce. All current designs for ignition targets have solid D-T fuel
layers on the capsule interiors, and a central issue for all capsule fabrication and cryogenic fuel
layers is surface roughness. To assure ignition, the capsule and DT-ice surface roughness, as well
as the radiation chivesymmetry, must be small enough that there are no large departures from a
spherical implosion. In the linear regime of instability growth, and assuming statistical
independence, this condition is expressed by the quadrature sum:

where the O’Sare the rms roughnesses of the ice and capsule surfaces and “max”indicates the
maximum value allowed for an ignition capsule, defined as the maximum imperfection in any of
the three quantities that will give ignition, with the other two imperfections held at zero. A general
objective is to reduce each of the three contributions to less than 0.25 and possibly as low as 0.1 to
provide increased confidence in the likelihood of ignition.

Recentmeasurementsof D-T ice surfacesformedontheinteriorof cylindricalcontainers
withradiiof curvatureequalto thatof NIF capsuledesigns,reportedelsewhere*,have
demonstratedthatthenaturalD-T layeringprocessthathasbeentermed“beta-layering”canprovide
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Fig. 1. In capsules, increasing the thermal gradient is provided by additional bulk heating to the
D-T solid by selective infrared absorption,or by subjecting the ice surface to a heat flux by heating
the interior capsule vapor. In addition, we have found that growing the solid fuel layer on very
low density polymer foam yields a smoother surface.

The implosion simulations have also shown that max oCaPfor polymer capsules is 50 nm.
Fuel capsules used for current experiments on the Nova laser facility have surface morphologies
that, if properly scaled to NIF sizes, are close to those required for ignition.3 However, we do not
yet have sufficiently smooth scaled surfaces that the capsule term in the quadrature sum is
reproducibly less than 0.25, and solving this problem is crucial to ignition capsules. As seen in
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Fig 2. Mode power spectrum of Nova capsules.
The majority of surface defects originate
from low mandrel modes

Fig. 2, ;tomic fo;ce microscopy
characterizationof the surface modes
of Nova capsules shows that the
predominant source of surface
roughness is the lower modes (long
wavelengths), which originate on
coating mandrels. These are also the
largest growing modes during
implosion, and are the most difficult to
control during fabrication. The liquid-
drop-tower techniques used to make
the mandrels are not easily scaled to
NIF sizes (2 to 3 mm diameter), so
new techniques are under development:
microencapsulation,thermally
decomposable coating mandrels, and a
solid-precursor variation of the heated
drop-tower method. A comparison of
scaled power spectra from capsules
produced by these techniques shows
that they are similar to the Nova
capsules produced by applying a
plasma-polymer ablator to a drop-
tower mandrel. However, further
work is necessary to perfect one or
more of these te~hni~uesfor NIF
scales. We have also begun to develop

beryllium capsules by coating on a mandrel, and under certain circumstances have been able to
produce beryllium shells that have sufficient porosity that they are diffusion fillable. This could be
a considerable advantage over solid-densityberyllium shells.
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